Regulation (EU) 305/2011

GLOBIM.1. SH.P.K.
Ferizaj Highway, km

GJILAN, KOS(¢

Water absorption 58 %

Resistance to freeze-thaw with de-icing
salts - Mass loss after freeze/thaw test
0.7 kg/m?2

Tensile splitting strength 4.0 MPa
Failure load 440 N/mm

Abrasion resistance 19000 mm3




